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Lux 2

Pelle naturale - Natural leather

Spessore - Thickness 0.9/1.0 mm

cat. Lux



Technical details

Origin

Place of origin

Thickness

Lightfastness 

Tear strenght

Fastness to rubbing

Raw hides

European

0.9 / 1.0 mm    

ISO 105-B02: 8 blue scale

ISO 3377-1: 42 N/mm

ISO 5402: 50.000 cyclesFlex crack resistance

Adhesion of finish ISO 11644: 9 N/cm

Flame retardant

2023cat. Lux
L
u
x
 2

ISO 11640: Wet 250 cycles value 4/5 grey scale
                   Dry 500 cycles value 4/5 grey scale  

British Standard BS 5852 Part 1 (1979)
Imo FTP:Part 8-Resolution A.652 (16)
TB 117-A11@20132013 Cigarette Test (California)


